
GmbH & Co TeGuKG Lübeck
Spenglerstraße 3
D-23556 Lübeck
Telefon (+49) 0451-87981-0
Telefax (+49) 0451-87981-88
www.gummifabrik-lubeca.de

GUMMIFABRIK LUBECA 
GmbH & Co TeWeKG Lübeck
Spenglerstraße 3
D-23556 Lübeck
Telefon (+49) 0451-87981-5
Telefax (+49) 0451-87981-88
www.lubeca-werkzeugbau.de

LUBECA WERKZEUGBAU
GmbH & Co Mecklenburg KG 
Kamberg 3
D-23936 Upahl
Telefon (+49) 0451-87981-0
Telefax (+49) 0451-87981-88
www.gummifabrik-lubeca.de

GUMMIFABRIK LUBECA 

A
b

b
re

vi
at

io
n

Tr
ad

e 
na

m
es

, e
. g

.

H
ar

d
ne

ss
 r

an
g

e 
(S

ho
re

 A
)

F
ue

l

Te
m

p
er

at
ur

e 
st

ab
ili

ty

A
b

ra
si

o
n 

re
si

st
an

ce

B
re

ak
in

g
 e

lo
ng

at
io

n 
(h

ig
h)

R
eb

o
un

d
 e

la
st

ic
ity

 (h
ig

h)

Te
ar

 r
es

is
ta

nc
e

at
 h

ig
h 

te
m

p
er

at
ur

es

at
 lo

w
 t

em
p

er
at

ur
es

Te
ns

ile
 s

tr
en

g
th

Im
p

er
m

ea
b

ili
ty

 t
o

 g
as

A
lk

al
in

e 
so

lu
tio

ns
  X

¹

Li
g

ht

M
in

er
al

 o
il

A
ci

d
s 

 X
² 

W
at

er

W
ea

th
er

 a
nd

 o
zo

ne

Natural rubber NR SMR 30–90 6 2 4 6 4 5 4
-60
+80

3 1 1 2 5 2 1 5

Styrene butadiene 
rubber

SBR Buna-SB 35–95 5 2 4 5 4 5 4
-50

+100
3 2 3 3 4 3 2 4

Butyl rubber IIR
Polysar-

Butyl
30–80 5 1 3 6 1 2 3

-40
+120

4 1 6 3 2 2 3 1

Ethylene propylene 
diene rubber

EPDM
Buna AP
Keltan

25–90 6 1 2 5 1 1 1
-50

+130
3 3 2 3 3 3 3 4

Silicone rubber VMQ
Elastosil
Silastic

10–85 5 6 1 2 4 5 1
-80

+250
5 4 3 4 1 1 4 6

Chloroprene rubber CR
Baypren

Neoprene
25–90 3 2 3 3 2 3 2

-40
+100

3 2 3 2 4 4 2 3

Nitrile rubber NBR
Perbunan

Krynac
20–95 2 6 4 1 2 2 5

-30
+100
+130

2 2 4 3 3 4 2 2

Fluorine rubber FKM
Viton

Fluorel
50–90 1 1 1 1 1 3 1

-25
+200 
+230

4 3 6 4 1 5 3 1

Polyacrylate and 
ethylene acrylate 
rubber

ACM / 
AEM

Hycar /
Vamac

50–90 3 5 4 1 3 6 2
-25

+150
4 3 6 4 3 4 3 3

Epichlorhydrin rubber
CO /
ECO

Herclor
Hydrin

40–90 2 2 4 1 1 2 1
-40

+140
3 3 6 4 3 4 3 2

Chlorosulfonated 
polyethylene

CSM Hypalon 45–90 3 2 1 3 1 3 1
-20

+120
3 3 5 3 5 5 3 3

Polynorbornene 
rubber

PNR Norsorex 10–80 6 6 4 6 6 4 4
-45
+90

4 2 6 4 3 4 2 4

Polyurethane rubber 
polyester urethane

EU /
AU

Adiprene
Urepan

55–90 2 6 2 2 2 6 2
-30

+80 /
+110

1 2 3 1 4 4 1 2

Hydrogenated nitrile 
rubber

HNBR
Therban
Zetpol

40–90 1 2 3 1 4 1 3
-30

+160
1 3 4 3 1 4 1 2

Selection aid for elastomeres
Auswahlhilfe für Elastomere

1 excellent
2 god
3 satisfactory

4 pass
5 insufficient
6 very insufficient

X¹ = Basis NaOH 50% with 50 °C
X² = Basis H²SO4 25% with 50 °C

Resistance to (medium) Mechanical properties (for room temperature)


